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NOTES: 1. CONCRETE: 4,000 PSI MINIMUM AFTER 28 DAYS. CONCRETE: 4,000 PSI MINIMUM AFTER 28 DAYS. 2. REINFORCED STEEL CONFORMS TO ASTM A185 SPEC.  0.18 SQ. REINFORCED STEEL CONFORMS TO ASTM A185 SPEC.  0.18 SQ. IN./LINEAL FT. AND 0.18 SQ. IN. (BOTH WAYS) BASE BOTTOM. 3. DESIGN LOADING PER AASHTO HS-20, 1 TO 5 FEET COVER. DESIGN LOADING PER AASHTO HS-20, 1 TO 5 FEET COVER. 4. MANHOLE DESIGN SPECS CONFORM TO ASTM C478 SPEC FOR MANHOLE DESIGN SPECS CONFORM TO ASTM C478 SPEC FOR "PRECAST REINFORCED CONCRETE MANHOLE SECTIONS." 5. BUTYL RESIN SECTION JOINT CONFORMS TO ASTM C990 SPECIFICATION. BUTYL RESIN SECTION JOINT CONFORMS TO ASTM C990 SPECIFICATION. 6. STEEL REINFORCED COPOLYMER POLYPROPYLENE PLASTIC STEP STEEL REINFORCED COPOLYMER POLYPROPYLENE PLASTIC STEP CONFORMS TO ASTM C478 SPEC.

AutoCAD SHX Text
Specifications subject to change without notice

AutoCAD SHX Text
773 Salem Street-Wilmington, MA | 153 Cranberry Hwy-Rochester, MA | 87 Haverhill Road-Amesbury, MA	 | 160 Old Turnpike Rd-Nottingham, NH | 160 Old Turnpike Rd-Nottingham, NH

AutoCAD SHX Text
WEIGHT (LBS):

AutoCAD SHX Text
SHEA PRODUCT ID: 

AutoCAD SHX Text
PREPARED FOR:

AutoCAD SHX Text
DATE:

AutoCAD SHX Text
www.sheaconcrete.com

AutoCAD SHX Text
New England's Premier Precaster

AutoCAD SHX Text
800-696-7432 (SHEA)

AutoCAD SHX Text
PAGE:

AutoCAD SHX Text
DRAWN BY:

AutoCAD SHX Text
BILLING ADDRESS: 87 HAVERHILL RD, AMESBURY MA 01913

AutoCAD SHX Text
FILE NAME:

AutoCAD SHX Text
G5

AutoCAD SHX Text
ARO

AutoCAD SHX Text
03/01/2018

AutoCAD SHX Text
SEE TABLE

AutoCAD SHX Text
SEE TABLE

AutoCAD SHX Text
96" DIA

AutoCAD SHX Text
MANHOLE

AutoCAD SHX Text
manh96in.dwg


	Sheets and Views
	Layout1


